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Description

The present invention relates to absorbent structures and absorbent garments formed from the structures.

Absorbent structures suitable for use in absorbent garments such as diapers, adult incontinent products and the

5 like are known. Such absorbent structures are described, for example, in U.S. Patent 4,699,619 issued October 13,

1987 to Bernardin; U.S. Patent 4,798.603 issued January 17, 1989 to Meyer et al.; and U. S. Patent 4,834,735 issued

May 30, 1989 to Alemany et al. Generally, such absorbent structures comprise a fibrous matrix and, optionally, a high-

absorbency material. The fibrous matrix is suitably formed from airlaid cellulosic fibers such as those fibers commonly

known as wood pulp fluff, or a coform material comprising cellulosic fibers and meltblown polyolefin fibers. A wide vari-

10 ety of high-absorbency materials are known to those skilled in the art. See. for example, U. S. Patent Nos. 4,076,663

issued February 28, 1978 to Masuda et al; 4,286,082 issued August 25, 1981 to Tsubakimoto et al.; 4,062,817 issued

December 13. 1977 to Westerman; and 4,340.706 issued July 20, 1982 to Obayashi.

Known absorbent structures generally comprise a relatively low amount (less than about 50 weight percent) of the

high-absorbency material. There are several reasons for this. For example, high-absorbency materials employed in

is known absorbent structures have generally not had an absorption rate which would allow them to absorb liquid at the

rate at which the liquid is applied to the absorbent structures during use. Accordingly, the fforous matrix must serve as

a reservoir which will hold the liquid discharged thereon until the liquid is absorbed by the high-absorbency material.

Additionally, many of the known high-absorbency materials, particularly the synthetic high-absorbency materials, have

exhibited gel blocking. Gel blocking refers to the situation wherein the particles of high-absorbency material deform dur-

20 ing swelling and block the interstitial spaces between the particles or between the particles and the fibrous matrix thus

preventing the flow of liquid through the interstitial spaces. At lower levels of addition the fibrous matrix serves to keep

the particles of high-absorbency material separated from one another and provides a capillary structure which allows a

liquid to pass through the fibrous matrix to reach high absorbency materials located remote from the point at which the

liquid is applied to the absorbent structure.

25 Dispersing such high-absorbency materials in a fibrous matrix at relatively low concentrations in order to avoid gel

blocking resulted in the need to locate high-absorbency materials in areas relatively remote from the point at which the

liquid is applied to the absorbent structure. That is, in order to introduce useful amounts of high-absorbency material

into an absorbent structure and yet disperse such high-absorbency materials sufficiently to prevent gel blocking, it was

necessary for the absorbent structures to have relatively large surface areas and to be relatively thick.

30 Alternatively, it was necessary to design multi-component systems in an attempt to compensate for the problems

associated with employing higher concentrations of high-absorbency material. See, for example, U. S. Patent No.

4,673,402 issued June 16, 1 987 to Weisman et al. which describes a dual layered absorbent core. The upper layer is a

fluid acquisition layer containing up to 8 percent of a high-absorbency material. The lower layer is a fluid storage layer

containing up to 60 weight percent of a high-absorbency material. The upper layer is present to absorb and hold a liquid

35 until the lower layer can absorb the liquid.

Further absorbent articles including highly absorbent materials are known from US-A-4,055.180 and EP-A-0 339

461 . In the first document, an absorbent pad assembly is described having an absorbent pad and pockets for retaining

a hydrocolloid material in association with the pad. From the latter document, an absorbent composite is known com-

prising a porous matrix of fibers and a superabsorbent material dispersed among irrterfiber spaces for absorbing fluid

40 under actual pressures exerted by the body during use. In FR-A-2 559 158, a method of preparing an absorbent resin

is described having a strong absorbent capability together with a fast absorption speed.

Since a liquid to be absorbed by an absorbent structure is generally applied to the structure in a relatively localized

area, it became necessary to devise ways in which to move the liquid to be absorbed from the point of application to

remote areas of the absorbent structure for absorption by the high-absorbency materials. This need precipitated the

45 use of various structures and methods which are described as being capable of distributing a liquid throughout the

absorbent structure. See. for example, U.S. Patent 4.699,619 issued October 13, 1987. to Bernardin; U. S. Patents

2.952,260, 2,955,641. 3,017,304, 3.060,936. and 3,494,362 to Burgeni; U. S. Patent 4,103,062 to Aberson; and U. S.

Patent 4,397,644 to Matthews et al. Use of such structures and methods further contributed to the size and thickness

of the absorbent structures.

so Prior to the use of high-absorbency materials in absorbent structures, it was general practice to form absorbent

structures such as those suitable for use in infant diapers, entirely from wood pulp fluff. Given the relatively low amount

of liquid absorbed by wood pulp fluff on a gram of liquid absorbed per gram of wood pulp fluff (about 7-9 g/g saturated

retention capacity), it was necessary to employ relatively large quantities of wood pulp fluff, thus necessitating the use

of relatively large, thick absorbent structures. The introduction of high-absorbency materials into such structures

55 allowed for the use of less wood pulp fluff, since the high-absorbency material has a significantly higher absorption

capacity on a gram per gram basis (at least about 15 g/g saturated retention capacity). Moreover, such high-absorbency

materials are less pressure sensitive than wood pulp fluff. Thus, the use of the high-absorbency materials allowed for

the production and use of a smaller, thinner absorbent structure. Nonetheless, for the above reasons, it was still neces-

sary to use relatively low concentrations of superabsorbent material and enough fibrous matrix to permit the high-
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absorbency materials to function in the desired manner.

It is generally desired that absorbent garments such as diapers be able to rapidly absorb multiple insults of urine

during use. Typically, diapers hav been produced with absorbent capacities greater than the actual in-use needed

capacity. This surplus capacity was believed necessary to achieve the desired performance (lack of leakage or low level

5 of skin wetness) by the diapers. For example, if it was anticipated that a given diaper needed to be able to absorb 250

milliliters of urine in-use, the diaper may have been designed with an absorbent capacity of 400 milliliters or more. The

excess capacity was necessary to compensate for the inability of the absorbent medium to absorb the urine at in-use

delivery rates and under in-use delivery conditions. The practice of building in excess absorbent capacity is inefficient

and undesirable.

10 It is desirable to produce an absorbent structure able to meet or exceed the performance characteristics of known

absorbent structures while containing a relatively high concentration of high-absorbency material. It is also desired to

produce an absorbent structure which is able to rapidly absorb a discharged liquid under pressures typically.encoun-

tered during use and to retain the absorbed liquid under pressures typically encountered during use. Further, it is

desired to produce an absorbent structure which has a lower volume and mass than known absorbent structures white

is having generally the same absorbent capacity as the known absorbent structures thus, allowing for easier, more effi-

cient disposal.

In order to meet the above needs, the invention provides an absorbent structure as defined in independent claim

1, further an absorbent garment according to independent claims 13 and 17, and a diaper according to independent

claims 30 and 35. Further advantageous features of the invention are evident from the dependent claims, the descrip-

20 tion, examples and drawings. The claims are intended to be understood as a first non-limiting approach of defining the

invention in general terms.

The present invention provides absorbent structures comprising relatively high concentrations of a superabsorbent

material and absorbent garments which comprise relatively small absorbent structures.

The invention provides an absorbent structure comprising means for containing a superabsorbent material (con-

25 tainment means) and a superabsorbent material contained by the means. The superabsorbent material has a free-swell

rate of less than about 60 seconds, and a five-minute absorbency under load (AUL) of at least about 15 g/g. Moreover,

the superabsorbent material is present in the containment means in an amount of from about 60 to about 100 weight

percent, based on the total weight of the containment means and the superabsorbent material. The described combi-

nation of free-swell rate and five-minute AUL may allow the superabsorbent material to absorb a liquid discharged ther-

30 eon at substantially the rate of discharge encountered during use of the absorbent structure in an absorbent garment,

and to maintain sufficient structural integrity of the swollen superabsorbent material to allow a discharged liquid to pass

through the absorbent structure despite the high concentration of superabsorbent material.

In another aspect, it is desirable to provide a thin, absorbent garment, such as an infant diaper, which garment

employs an absorbent structure having a relatively small volume and high concentration of superabsorbent material.

35 Further, it is desirable to provide an absorbent garment which has a relatively small volume and a relatively high capac-

ity.

In one embodiment, these goals are achieved in an absorbent garment comprising an absorbent structure which

absorbent structure comprises means for containing a superabsorbent material (containment means) and a superab-

sorbent material contained by the containment means. The superabsorbent material has a free-swell rate of less than

40 about 60 seconds, and a five-minute AUL of at least about 1 5 g/g. Moreover, the superabsorbent is present in the con-

tainment means in an amount of from about 60 to about 100 weight percent, based on the total weight of the contain-

ment means and the superabsorbent material.

In another embodiment, this goal is achieved in an absorbent garment having a saturated retention capacity, the

absorbent garment comprising means for containing a superabsorbent material and a superabsorbent material con-

45 tained by the containment means. The superabsorbent material is present in the containment means in an amount of

from about 60 to about 100 weight percent based on total weight of the containment means and the superabsorbent

material. The containment means and the superabsorbent material define a total dry volume of less than about 180

cubic centimeters and account for at least about 60 volume percent of the saturated retention capacity of the absorbent

garment. The absorbent garment has a saturated retention capacity which is at least about twice the total dry volume

so defined by the containment means and the superabsorbent material.

Figure 1 is a perspective view of one embodiment of a disposable diaper according to the present invention.

Figure 2 is a cross-sectional view taken along line 2-2 of Figure 1

.

Figure 3 is a perspective view of a second embodiment of a disposable diaper according to the present invention.

Figure 4 is a cross-sectional view taken along line 4-4 of Figure 3.

55 Figure 5 is an illustration of the equipment employed in determining the absorbency under load (AUL) of superab-

sorbent material.

In one aspect, the present invention concerns an absorbent structure and an absorbent garment possessing

improved, desirable characteristics achievable by the careful selection and use of the superabsorbent material

employed in forming such absorbent structures and absorbent garments.

3
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Specifically, in one aspect, the present invention concerns an absorbent structure comprising means for containing

a superabsorbent material and a superabsorbent material. As used herein, superabsorbent material refers to a water-

swellable. substantially water-insoluble organic or inorganic material capable of absorbing at least about 10 times its

weight and preferably at least about 15 times its weight in an aqueous solution containing 0.9 weight percent of sodium

s chloride.

Organic material suitable for use as a superabsorbent material of the present invention can include natural materi-

als such as agar, pectin, guar gum, and the like, as well as synthetic materials, such as synthetic hydrogel polymers.

Such hydrogel polymers include, for example, alkali metal salts of polyacrylic acids; polyacrylamtdes; polyvinyl alcohol;

ethylene maleic anhydride copolymers; polyvinyl ethers; hydroxypropylcellulose; polyvinyl morpholinone; polymers and

io copolymers of vinyl sulfonic acid, polyacrylates, polyacrylamides, polyvinyl pyridine; and the like. Other suitable poly-

mers include hydrolyzed acrylonitrile grafted starch, acrylic acid grafted starch, and isobutylene maleic anhydride

copolymers and mixtures thereof. The hydrogel polymers are preferably lightly crosslinked to render the material sub-

stantially water-insoluble. Crosslinking may, for example, be by irradiation or by covalent, ionic, Van der Waal, or hydro-

.

gen bonding. The superabsorbent materials may be in any form suitable for use in absorbent structures, including,

is particles, fibers, flakes, spheres, and the like. In one preferred embodiment of the present invention, the superabsorbent

material comprises particles of a hydrocolloid, preferably an ionic hydrocolloid.

While a wide variety of superabsorbent materials are known, the present invention relates, in one aspect, to the

proper selection of superabsorbent materials and to the use of such materials in the proper way to allow formation of

the improved absorbent structures and garments described herein. More specifically, the superabsorbent materials are

20 selected so that they are capable of rapidly absorbing a liquid such as urine. Preferably, the superabsorbent materials

are capable of absorbing urine at substantially the same rate urine is applied to the superabsorbent materials during

use. Moreover, the superabsorbent materials have the ability to absorb such liquids under an applied load.

For the purposes of this application, a superabsorbent material having a saturated retention capacity, as defined

and determined below, of greater than 30 grams per gram will be deemed to be capable of rapidly absorbing liquids

25 when one gram of the superabsorbent material is able to absorb about 30 milliliters of an aqueous solution containing

0.9 weight percent of sodium chloride in less than about 60 seconds, preferably in less than about 40 seconds, and

most preferably in less than about 30 seconds. The number of seconds required for one gram of a superabsorbent

material, having a saturated retention capacity greater than 30 grams per gram, to absorb about 30 milliliters of an

aqueous solution containing 0.9 weight percent of sodium chloride is referred to herein as the free-swell rate.

30 A superabsorbent material having a saturated retention capacity, as defined and determined below, of less than 30

grams per gram will be deemed to be capable of rapidly absorbing liquids when one gram of the superabsorbent mate-

rial is able to absorb an amount of an aqueous solution containing 0.9 weight percent of sodium chloride, equal to its

saturated retention capacity in less than about 60 seconds, preferably in less than about 40 seconds, and most prefer-

ably in less than about 30 seconds. The number of seconds required for one gram of a superabsorbent material, having

35 a saturated retention capacity less than 30 grams per gram, to absorb an amount of an aqueous solution containing 0.9

weight percent of sodium chloride equal to its saturated retention capacity is referred to herein as the free-swell rate.

The exact method by which the free-swell rate is determined is set forth in detail below in connection with the examples.

Additionally, the superabsorbent material employed in the absorbent structures of the present invention must be

able to absorb a liquid under an applied load. For the purposes of this application, the ability of a superabsorbent mate-

40 rial to absorb a liquid under an applied load and thereby perform work is quantified as the absorbency under load (AUL).

The AUL value is expressed as the amount (in milliliters) of an aqueous 0.9 weight percent sodium chloride solution

which the superabsorbent material can absorb per gram of superabsorbent material in five-minutes under a load of 2.0

kilopascals (approximately 0.3 pounds per square inch) while restrained from swelling in the plane normal to the applied

load. The method by which the five-minute AUL is determined is set forth in detail below in connection with the exam-

45 pies which follow.

Superabsorbent materials will be deemed to have the desired ability to absorb a liquid under an applied load when

they have a five-minute AUL value of at least about 15 g/g, preferably, at least about 16 g/g and most preferably at least

about 21 g/g. The five-minute AUL value of a particular superabsorbent material is hypothesized, without intending to

be limited by the hypothesis; to be important for the following reason. Particles of superabsorbent materials which do

so not have the required five-minute AUL value generally form relatively soft gelatinous masses upon absorption of a liq-

uid. This results in few or no interstitial spaces between the particles of superabsorbent material. Superabsorbent mate-

rials which, in particulate form, have the required five-minute AUL value are generally capable of absorbing a liquid

under a load while maintaining interstitial spaces between the particles of superabsorbent material. In this manner, a

liquid to be absorbed can flow through the interstitial spaces of the swollen superabsorbent material due to capillary

55 action in order to quickly contact unswollen or partially swollen particles of superabsorbent material. Because of this,

maximum utilization of the superabsorbent material is more quickly achieved. If the interstitial spaces are filled by the

expanding superabsorbent material, liquid subsequently applied thereto cannot move quickly through the interstitial

spaces to be absorbed by the superabsorbent material. Instead, the liquid must diffuse through the already swollen par-

ticles of superabsorbent material to reach and be absorbed by the unswollen or partially swollen particles of superab-

4
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sorbent material.

Additionally, it is desired that the superabsorbent material have the stated five-minute AUL in order for the super-

absorbent material to absorb a liquid under normal pressures applied to such superabsorbent material when present in

an absorbent garment such as an infant diaper or the like.

5 Exemplary of a specific superabsorbent material suitable for use in the present invention is a polyacrylate material,

commercially available from Norsolor Company (a division of ORKEM) of France, under the trade designation Nor-

sacryl™ B41S. Also suitable for use as the superabsorbent materials of the present invention are generally non-friable

(when wet or dry) particles of agglomerated fines of a water-swellable, substantially water-insoluble polyacryiic acid

superabsorbents the fines of which can be obtained from, for example, the Dow Chemical Company under the trade

io designation Drytech™ or Stockhausen U. S. A. under the trade designation Favor™ SAB. The particles of agglomerated

fines can generally be prepared by suspending the fines in an inert hydrophobic liquid and adding to the particles,

slowly, under polymerization conditions, an aqueous solution or mixture such that agglomerates are formed. The aque-

ous solution or mixture preferably comprises at least one ethylenically unsaturated carboxylic acid which is pdymeriz-

able with the polymeric fines and an amorphous, oil dispersible, substantially water-insoluble, particulate material. A
is cross-linking agent may be added to the aqueous solution or mixture. Similarly, a hydrophilizing agent maybe added to

ensure all surfaces are wettable especially the interstitial spaces formed by the agglomerated particles. Such a method

is described in detail in copending U. S. Patent Application Serial No. 07/304,61 6 filed January 24, 1989, assigned to

the Dow Chemical Company and entitled "Aggregates of Water-Swellable Polymers and a Method for Producing Aggre-

gates of Water Swellable Polymers, the Aggregates Having Increased Hydration Rate Over Unassociated Water-

20 Swellable Polymers" which is incorporated herein by reference. This method and the superabsorbent polymer particles

produced therefrom are described as follows.

The water-swellable or lightly crosslinked hydrophilic polymer particles useful in forming the aggregates can be any

of the known hydrophilic polymers which are capable of absorbing large quantities of fluids. Examples of such polymers

include those disclosed in U.S. patents 3,926,891 issued December 16, 1975. to Gross etal.; 3.935.099 issued January

25 27. 1976, to Weaver et al; 3,997,484 issued December 14, 1976, to Weaver et al.; 4,090,013 issued May 16, 1978, to

Ganslaw et al.; 4,190,562 issued February 26, 1980, to Westerman et al.; and 4,833,222 issued May 23, 1989, to Sid-

dall et al. Such hydrophilic polymers are prepared from water-soluble alpha,beta-ethylenically unsaturated monomers

such as mono- and polycarboxylic acids and acrylamide and its derivatives.

The water-soluble monomers which are polymerized to form the water-swellable polymers of the present invention

30 include those monomers listed in U.S. Patent 4,833,222 issued May 23, 1989, to Siddall et al. Examples of such mon-

omers include alpha.beta-ethylenically unsaturated monomers such as mono- and polycarboxylic acids.

The water-swellable or lightly crosslinked hydrophilic polymer particles which benefit the greatest from being incor-

porated into the aggregates or clusters of the present invention are those unassociated particles which have a mesh

size of less than 400 mesh (37 micrometers) and preferably from 170 to 400 mesh (88 to 37 micrometers).

35 The aggregates of water-swellable polymers are comprised of water-swellable polymer particles associated by

being bound to other water-swellable polymer particles in a random packing configuration spatially distributed to allow

aqueous absorption.

The aqueous solution can be (a) water or (b) an ethylenically unsaturated monomer dispersed in water. When the

aqueous solution comprises an ethylenically unsaturated carboxylic acid monomer, the monomer is polymerizable with

40 the water-swellable polymer of the present invention and includes all of those monomers described above as water-sol-

uble monomers particularly acrylic acid, methacrylic acid, crotonic acid, and isocrotonic acid, alkali metal salts and

ammonium salts thereof. Suitable polycarboxylic acids include maleic acid, fumaric acid, and itaconic acid. Suitable acr-

ylamide derivatives include methacrylamide. The preferred monomers include acrylic acid and methacrylic acid and

their respective salt forms such as alkali metal or ammonium salts.

45 Optionally a crosslinking monomer can be added to the aqueous solution. Organic compounds having two or more

ethytenic groups copolymerizable with the water-soluble monomers can be used as the crosslinking monomers. Exem-

plary crosslinking monomers include diacrylate or dimethacrylate or ethylene glycol, diethylene glycol, Methylene gly-

col, propylene glycol, 1,4-butanediol, 1,5-pentanediol, 1,6-hexanediol, neopentyl glycol, trimethylolpropane and

pentaerythritol; triacrylates or trimethacrylates of trimethylolpropane and pentaerythritol; tetracrylates or tetramethacr-

so ylates of pentaerythritol, N.N-methylene-bis-acrylamide. N,N'-methylene-bis-methacrylamide and triallylisocyanurate

and the like. TTie preferred crosslinking monomer for the present invention is trimethylolpropanetriacrylate. The partic-

ulate material can also be present in the aqueous solution or can be present in the polymer particle suspension as dis-

cussed below.

Optionally, minor amounts of other water-soluble, unsaturated monomers may be present in the aqueous solution

55 such as alkyl esters of the acid monomers. For example, methyl acrylate or methyl methacrylate may be present.

The inert hydrophobic liquid used to suspend the water-swellable polymer particles and the aqueous solution of

monomer is usually an organic compound which is normally liquid at the conditions at which the polymerization process

occurs. Operable liquids include hydrocarbons or substituted hydrocarbons. Preferred organic liquids are the halogen-

ated hydrocarbons such as perchloroethylene, methylene chloride and the like, as well as liquid hydrocarbon having

5
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from 4 to 15 carbons per molecule including aromatic and aliphatic hydrocarbons and mixtures thereof, e.g., benzene,

xylene, toluene, mineral oils, liquid paraffins such as kerosene, naphtha and the like. Of the foregoing organic liquids,

the hydrocarbons are the mor preferred, with aliphatic hydrocarbons being most preferred.

The particulate material comprising a hydrophobic character is an amorphous, highly oil-dispersible, approximately

s micrometer and sub-micrometer size, substantially water-insoluble particulate material. Typically, the size of the partic-

ulate material ranges from less than 1 to several micrometers in diameter. The particulate material is most preferably

hydrophobic silicon dioxide, for example, the particulate material provided by the reaction of silica with polydimethyl-

dichlorosilane. Other useful particulate materials include hydrophobic clays such as the cationic surfactant treated ben-

tonite clays. An example of a hydrophobic clay is sold commercially as Berrtone® 34 by N. L Industries.

10 Preparing the aggregates or clusters requires suspending the aqueous absorbing polymer particles in the inert

hydrophobic liquid. Typically, the weight ratio of polymer to liquid is not critical, however, for practical purposes the pre-

ferred ratio is in the range of from 1 to 10 to 10 to 1

.

The aqueous solution can be water or can include an ethylenically unsaturated monomer. The ethylenically unsatu-

rated monomer solution is typically prepared by first dispersing the monomer in water. The monomer can be preneu-

15 tralized and exist as a salt or as a mixture of the acid and the salt, however if the monomer is in acidic form, the pH of

the solution should then be adjusted to between 4 and 7. The weight ratio of monomer is typically 1 :10 to 5:10 monomer

to polymer particles. Preferably the weight ratio of monomer to polymer particles is typically 2:10, and the ratio of mon-

omer to water is typically 0:10 preferably 4:10. Optionally, the aqueous solution (with or without the monomer) may also

contain a crosslinker. chelating agent and initiator. Therefore, the total monomer, if present, is present in the range of

20 1 5 to 45 weight percent based on total weight of the solution. The crosslinker is typically added in an amount of 0 to 5

weight percent based on the total weight of the monomer.

The amorphous highly oil dispersible substantially water-insoluble particulate material is suspended in an inert

hydrophobic liquid. The aqueous solution or aqueous monomer solution is then added to the particulate material to form

a suspension of aqueous droplets or aqueous monomer droplets. The aqueous suspension or aqueous monomer sus-

25 pension is then added slowly to the suspended polymer particles while the polymer particle solution is agitated and

exposed to polymerization conditions. The polymerization temperature can range from 10°C to 1 00° C. depending upon

initiators chosen.

The size of the aggregates or clusters formed will depend on the size of the polymer particles with which the proc-

ess begins. However, the major contributor to the size of the aggregates is the size of the droplets of aqueous solution

30 or aqueous monomer solution which are suspended in the inert hydrophobic liquid and added to the suspended parti-

cles solution. The droplet size is controlled by the amount of amorphous highly oil dispersible substantially water-insol-

uble particulate material present in the monomer solution. For example, an aggregate of approximately 1000

micrometers can be formed when the droplets are approximately 50 micrometers in diameter. This is achieved if the

particulate material is present in a ratio of approximately 0.3 to 2 percent based on the weight of total polymer present.

35 The aggregates or clusters can be filtered from the inert liquid, dried in an oven and crushed to a desirable size.

The wetting agent can be added after the aggregates have been dried. Most economically, however, the wetting agent

can be added after polymerization, but prior to drying, to allow for a single drying step of the polymer.

A wetting agent is defined as an agent which further improves the hydration rate of the polymer and does not

reduce the surface tension of a supernate (provided by a standard test method) below 56 dynes/cm. The "standard test

40 method" employed herein requires (1 ) treating dry polymer with 0.4 weight percent (based on dry weight of polymer) of

polyol; (2) dissolving 1 g of the treated polymer in 150 g of 0.9 percent saline solution; (3) filtering off the supernate; and

(4) determining the surface tension of the supernate. The surface tension is determined using a duNouy surface tension

apparatus.

Ideally, the hydration rate of the polymer is improved without significantly reducing the absorbency properties of the

45 aqueous fluid absorbent material in which the polymer is incorporated. Therefore, examples of such a wetting agent are

non-surfactant or non-detergent type wetting agents such as polyols. Vorand® (from The Dow Chemical Company)

brand wetting agent is a preferred example of such a polyol.

Typically, the wetting agent is introduced to the polymer aggregates as an aqueous solution in an amount sufficient

to increase the hydration rate of the polymer as compared to a polymer not treated with the wetting agent. Preferably,

so an amount of 0.2 to 2.0 weight percent of wetting agent, based on the weight of polymer, will be a sufficient amount.

Most preferably, the amount of the wetting agent is 0.4 to 0.5 weight percent of the weight of polymer.

Illustrative methods for preparing these aggregated particles of superabsorbent polymers may be found in Appen-

dix A.

If the polymer aggregates are dried and then surface treated with the wetting agent aqueous solution, the process

55 entails several energy and time consuming steps. The polymer requires drying off the oil phase and water phase, then

spraying the wetting agent solution on the polymer and finally redrying the polymer.

However, the intermediate drying step can be substantially reduced if after the polymerization is complete, the

water is removed from the suspension, leaving the oil phase remaining with the polymer. A wetting agent in an aqueous

solution is then added. Preferably the solution is added to the polymer aggregates slowly; most preferably the addition

6
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occurs over a period of from about 1 to about 30 minutes. The water can then be vacuum stripped and the oil can be

removed by filtration or centrrfugation. A final drying yields polymer aggregates having an improved hydration rate over

polymer aggregates which have not been treated with the wetting agent.

Other methods believed suitable for forming the superabsorbent materials of the present invention are described in

5 European Patent Application 0 31 8 989 published December 1 . 1 988, and commonly assigned U. S. Patent Application

Serial No. 07/359,470 filed May 31. 1989, which are incorporated herein by reference.

In one preferred embodiment of the present invention, the superabsorbent material is in the form of particles which,

in the unswollen state, have maximum cross-sectional diameters within the range of from about 50 u.m to about 1000

^m, preferably within the range of from about 100 um to about 800 *im, as determined by sieve analysis according to

10 American Society for Testing and Materials (ASTM) test method D-1 921 . It is understood that the particles of superab-

sorbent material falling within the ranges described above, may comprise solid particles, porous particles or may be

agglomerated particles comprising many smaller particles agglomerated into particles falling within the described size

ranges. Superabsorbent material preferred for use in the present invention is generally characterized as having a rela-

tively large surface area to weight ratio and is preferably formed by agglomerating smaller particles into particles having

is the preferred dimensions discussed above.

Superabsorbent materials having the particular free-swell rates and five-minute AUL values described above are

capable of producing improved absorbent structures. This improvement stems, in one aspect, from the fact that super-

absorbent materials having the described free-swell rate and five-minute AUL can be employed in absorbent structures

in concentrations greater than possible with superabsorbent materials not possessing the stated free-swell rate and

20 five-minute AUL values while still maintaining the desirable absorption characteristics of the absorbent structures.

In addition to the superabsorbent materials described above, the absorbent structures according to the present

invention must comprise means to contain the superabsorbent material. Any means capable of containing the

described superabsorbent materials, which means is further capable of being positioned in a device such as an absorb-

ent garment, is suitable for use in the present invention. Many such containment means are known to those skilled in

25 the art. For example, the containment means may comprise a fibrous matrix such as an airlaid or wetlaid web of cellu-

losic ftoers. a meltblown web of synthetic polymeric fibers, a spunbonded web of synthetic polymeric fibers, a cofbrmed

matrix comprising cellulosic fibers and fibers formed from a synthetic polymeric material, airlaid heat-fused webs of syn-

thetic polymeric material, open-celled foams, and the like. In one embodiment, it is preferred that the fibrous matrix

comprise less than 10 preferably less than 5 weight percent of cellulosic fibers.

30 Alternatively, the containment means may comprise two layers of material which are joined together to form a com-

partment, which compartment contains the superabsorbent material. In such a case, at least one of the layers of mate-

rial should be water-pervious. The second layer of material may be water-pervious or water-impervious. The layers of

material may be cloth-like wovens or nonwovens, closed or open celled foams, perforated films, or may be fibrous webs

of material. When the containment means comprises layers of material, the material should have a pore structure small

35 enough or tortuous enough to contain the majority of the superabsorbent material.

Further, the containment means may comprise a support structure, such as a polymeric film, on which the super-

absorbent material is affixed. The superabsorbent material may be affixed to one or both sides of the support structure

which may be water-pervious or water-impervious.

In one preferred embodiment of the present invention, the inventors have discovered that when the containment

40 means comprises a meltblown web of synthetic polymeric fibers, it is desirable that the meltblown ftoers be hydrophilic.

Synthetic polymeric ftoers will be considered to be hydrophilic when the fibers have a contact angle of water in air of

less than 90 degrees. For the purposes of this application, contact angle measurements are determined as set forth by

Good and Stromberg in "Surface and Colloid Science" Vol. II (Plenum Press, 1979). The fibers may be rendered

hydrophilic by using a hydrophilic polymeric material to form such fibers or, by treating generally hydrophobic fibers with

45 a surface treatment which renders the fibers hydrophilic.

Specifically, hydrophilic fibers can be formed from an intrinsically hydrophilic polymer such as a block copolymer of

nylon, e.g., nylon-6, and a polyethylene oxide diamine. Such block copolymers are commercially available from Allied-

Signal Inc. under the trade designation Hydrofil™. The hydrophilic ffoer may also be formed from a water-swellable, sub-

stantially water-insoluble superabsorbent polymeric material such as a thermoplastic material described in U. S. Patent

so 4,767,825 issued August 30, 1988, to Pazos, et al., which is hereby incorporated by reference. Alternatively, the melt-

blown ftoers may be formed from an intrinsically hydrophobic polymer such as a polyolefin or polyester which has been

surface modified to provide a generally nonfugitive hydrophilic surface. Such a surface modified polyethylene is com-

mercially available from the Dow Chemical Company under the trade designation Aspun™ wettable polyethylene.

When the hydrophilic fibers are formed by applying a hydrophilic surface treatment to a generally hydrophobic pol-

55 ymer, it is believed desirable to employ a generally non-fugitive surface treatment in order to obtain the desired perform-

ance standards. Absorbent structures employed in absorbent garments such as diapers are often subjected to multiple

insults of urine, if the surface treatment is fugitive it may be washed off with the initial insult thus, exposing the hydro-

phobic fiber surface. Trie hydrophobic fiber surface may impede the absorption performance of the absorbent structure.

Of course, there are instances where hydrophobic fibers may be employed, particularly at lower concentrations of fiber
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and higher concentrations of superabsorbent material.

In another preferred embodiment, wherein the containment means comprises two layers of material which layers

are joined to form a compartment adapted to contain the superabsorbent material, the two layers are suitably formed

from any material capable of containing the superabsorbent material including woven and nonwoven material such as

5 airlaid or wetlaid ffoers. meltblown fibers, spunbonded fibers, coformed fibers and the like, and are joined to form a com-

partment by heat fusion, sonic bonding, adhesives, and the like. Clearly, a wide variety of materials may be employed

to form the two layers and to join the layers together to form the compartment.

As indicated above, because the superabsorbent material has the described combination of free-swell rate and

five-minute AUL and does not need to be maintained in a fibrous matrix at relatively low degrees of concentration in

10 order to avoid gel blocking, the described superabsorbent materials can be present in the absorbent structures in rela-

tively high concentrations compared to known absorbent structures. Specifically, the absorbent structures according to

the present invention suitably comprise at least about 60 to about 100 weight percent of superabsorbent material based

on total weight of the containment means and the superabsorbent material. Preferably, the absorbent structures com-

prise from about 70 to about 100 weight percent of superabsorbent material based on total weight of the containment

is means and the superabsorbent material. Most preferably, the absorbent structures comprises from about 75 to about

99 weight percent of superabsorbent material based on total weight of the containment means and the superabsorbent

material.

Superabsorbent materials not having the stated free-swell rate and five-minute AUL values are commonly

employed by dispersing the superabsorbent materials in a fibrous matrix such as wood pulp fluff. Such superabsorbent

20 materials are commonly dispersed at levels of about 50 weight percent or less. Use of superabsorbents in concentra-

tions greater than about 50 weight percent is often described as being undesirable. Applicants have discovered, in one

aspect, that superabsorbent materials having the described free-swell rate and AUL perform better at higher concen-

trations (greater than about 60 weight percent) than do superabsorbent materials having either a high free-swell rate

and low AUL or a high AUL and low free-swell rate. At lower concentrations {less than about 50 weight percent) no sig-

25 nificant improvement is seen in employing the high free-swell rate, high AUL superabsorbent materials compared to

previously described high AUL, low free-swell rate superabsorbent materials such as those described in European Pat-

ent Publication No. 0 339 461, published November 2, 1989.

Because the superabsorbent materials present in the absorbent structures of the present invention can be present

in high concentrations, the absorbent structures of the present invention can be relatively thin and have a relatively

30 small volume and still function in a desirable manner. Suitably, the absorbent structures according to the present inven-

tion have an average thickness of less than about 0.2 inches (5.1 millimeters), preferably less than about 0.15 inches

(3.8 millimeters). Moreover, the absorbent structures suitably define a major planar surface having a surface area less

than about 75 square inches (484 square centimeters), preferably less than about 50 square inches (323 square cen-

timeters) and most preferably less than about 40 square inches (258 square centimeters).

35 As used herein, reference to the average thickness of an absorbent structure is intended to refer to the average of

a number of thickness measurements taken under an applied load of about 0.2 pounds per square inch*. The number

of thickness measurements taken is sufficient to represent the average thickness of the entire absorbent structure.

The absorbent structures of the present invention are desirably relatively flexible to enhance comfort during use.

For the purposes of this invention, such absorbent structures will be considered to possess the desired degree of flex-

40 ibilHy when they have a Gurley stiffness value of less than about 2 grams, preferably less than about 1 gram.

The absorbent structures according to the present invention are suited to absorb many fluids including body fluids

such as urine, menses, and Wood and are suited for use in absorbent garments such as diapers, adult incontinent prod-

ucts, bed pads, and the like; in catamenial devices such as sanitary napkins, tampons, and the like; and in other absorb-

ent products such as wipes, bibs, wound dressings and the like. Accordingly, in another aspect, the present invention

45 relates to an absorbent garment comprising an absorbent structure as described above.

Use of the described absorbent structures in absorbent garments, allows for the formation of an absorbent garment

which is able to rapidly receive a discharged liquid and yet which garment is thin. The average thickness of an absorb-

ent garment according to this aspect of the invention is defined as the average thickness of the garment in the area of

the garment which is coextensive with the absorbent structure contained therein. The average thickness is determined

so as set forth above in connection with determining the average thickness of the absorbent structure, except that the

absorbent garment is employed rather than just the absorbent structure.

Absorbent garments according to this aspect of the present invention suitably have an average thickness of less

than about 0.25 inch (6.4 millimeters) preferably, less than about 0.22 inch (5.6 millimeters), and most preferably less

than about 0.20 inch (5.1 millimeters).

55 In another aspect, the present invention relates to an absorbent garment which absorbent garment comprises

means for containing a superabsorbent material and superabsorbent material contained by the means. The superab-

sorbent material is present in the containment means in an amount of from about 60 to about 100 weight percent, pref-

* 1 psi = 0.069 bar
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erably from about 70 to about 1 00 weight percent, and most preferably from about 75 to about 99 weight percent, based

on total weight of the containment means and superabsorbent material. The containment means and superabsorbent

material define a total dry volume of less than about 180 cubic centimeters, pref rably less than about 150 cubic cen-

timeters, more preferably less than about 120 cubic centimeters and most preferably less than about 100 cubic centim-

eters. The absorbent garment has a saturated retention capacity which is at least about two times, preferably at least

about 3 times, and most preferably at least about 5 times the dry volume of the containment means and superabsorbent

material. The containment means and superabsorbent material account for at least about 60 volume percent, preferably

at least about 75 volume percent, and most preferably at least about 85 volume percent of the saturated retention

capacity of the absorbent garment. The method of determining the saturated retention capacity of the absorbent gar-

ment and the containment means and superabsorbent material is set forth below in connection with the examples.

Absorbent garments according to this aspect of the present invention employ a containment means and superab-

sorbent material which allows the garment to have a low total volume. The ability to produce a low total volume absorb-

ent garment is desirable because disposal of the used garment is more efficient. Additionally, the absorbent garments

may be thin, having an average thickness (as described above for absorbent garments) of less than about 0.25 inch

(6.4 millimeters) preferably, less than about 0.2 inch (5.1 millimeters). A thin, low volume absorbent garment such as a

diaper, may have a better fit when placed on a child, which better fit may allow the child to move about more easily.

Containment means and superabsorbent materials suitable for use in this aspect of the present invention are those

containment means and superabsorbent materials generally described above in connection with the other aspects of

the instant invention. However, the superabsorbent materials suitable for use in this aspect of the present invention are

not limited to those described superabsorbents having the recited free-swell rates and five-minute AUL values. None-

theless, it is believed that superabsorbent materials having the recited free-swell rates and five-minute AUL values may

represent the superabsorbent materials preferred for use in this aspect of the present invention.

Absorbent garments and structures according to all aspects of the present invention are generally subjected, dur-

ing use, to multiple insults of a body fluid. Accordingly, the absorbent garments and structures are desirably capable of

absorbing multiple insults of body fluids in quantities to which the absorbent garments and structures will be exposed

during use. The insults are generally separated from one another by a period of time. When the absorbent garments

and structures of the present invention have saturated retention capacities of at least 300 grams, they will be considered

capable of absorbing such multiple insults when they have fluid uptake values of less than about 30 seconds preferably

less than about 20 seconds.

As used herein, fluid uptake values are determined by subjecting the object to be tested to three insults of 100 mil-

liliters of synthetic urine. The insults are applied to the object at a localized area at delivery rates of about 15 milliliters

per second. The insults are spaced from one another by a period of about 5 minutes. The time required for the object

to absorb each individual insult is noted. The fluid uptake value is defined as the greatest number of seconds required

for the object to absorb either the first, second, or third insult. The exact method for determining fluid uptake values is

explained in greater detail in connection with the examples.

Preferred absorbent garments according to the present invention may be different in size as indicated by reference

to the surface area of one major planar surface of the garment Nonetheless, the absorbent structures and containment

means of the present invention may have a major planar surface defining a surface area which is small compared to the

surface area of the absorbent garment. Generally, the ratio of the surface area of the absorbent structure or contain-

ment means to the surface area of the absorbent garment will be within the range of from about 8:10 to about 3:10, pref-

erably within the range of from about 5:10 to about 3:10.

A wide variety of absorbent garments are known to those skilled in the art. The absorbent structures and contain-

ment means and superabsorbent material of the present invention can be incorporated into such known absorbent gar-

ments. Exemplary absorbent garments are generally described in U.S. Patent Nos. 4,710,187 issued December 1,

1987 to Boland et al.; 4,762,521 issued August 9, 1988, to Roessler et al.; 4,770,656 issued September 13, 1988, to

Proxmire et al.; and 4,798,603 issued January 17, 1989 to Meyer et al., which references are incorporated herein by

reference.

As a general rule, the absorbent garments according to the present invention comprise a body-side liner adapted

to contact the skin of the wearer, an outer cover superposed in facing relation with said liner, and an absorbent structure

or containment means such as those described above superposed on said outer cover and located between the body-

side liner and the outer cover.

In one preferred embodiment of the present invention, an absorbent garment is provided, which absorbent garment

consists essentially of a body-side liner, an outer cover, and an absorbent structure or containment means according to

the present invention located between the body-side liner and the outer cover.

Those skilled in the art will recognize materials suitable for use as the body-side liner and outer cover. Exemplary

of materials suitable for use as the body-side liner are spunbonded polypropylene or polyethylene having a basis weight

of from about 15 to about 25 grams per square meter, and the like. Exemplary of material suitable for use as the outer

cover are water-impervious materials such as polyoiefin films, as well as water-pervious or water vapor-pervious mate-

rials.
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Turning now to the drawings, wherein Fig. 1 illustrates a disposable diaper 10 according to one embodiment of the

present invention. Disposable diaper 10 includes an outer cover 12, a body-side liner 14, and an absorbent structure

16, located between the outer cover 12, and the body-side liner 14. Absorbent structure 16 is an absorbent structure

according to the present invention. Specifically, in the illustrated embodiment absorbent structure 16 comprises a mett-

5 blown web of fibers which functions as the containment means which web contains superabsorbent material in an

amount greater than 60 weight percent based on total weight of the containment means and superabsorbent material.

As can be appreciated from reference to Fig. 1 , the absorbent structure 1 6 has a relatively small surface area compared

to the surface area of the entire disposable garment 10. Nonetheless, because absorbent structure 16 is formed in

accordance with the present invention, the absorbent structure 16 and disposable garment 10 have fluid uptake values

10 which render them suitable for use in the disposable garment 10.

Fig. 2 is a cross-sectional view of Fig. 1 taken along line 2-2.

Fig. 3 illustrates another disposable diaper 20 according to the present invention. Disposable diaper 20 comprises

an outer layer 22, and a body-side liner 24. Located between outer cover 22 and body-side liner 24 is an absorbent

structure 26. In the embodiment illustrated in Fig. 3, absorbent structure 26 is formed by bonding outer cover 22 to

is body-side liner 24 along bond lines 28. In this manner, compartments 30 are formed, which compartments are capable

of containing superabsorbent material 32. Again, as can be seen from reference to Fig. 3, the absorbent structure 26

has a relatively small surface area compared to the surface area of disposable diaper 20.

Fig. 4 is a cross-sectional view taken along line 4-4 of Fig. 3. Fig. 4 better illustrates how outer cover 22, body-side

liner 24, and bond lines 28 cooperate to form compartments 30 for containing superabsorbent material 32.

20 The following test methods are employed in connection with the examples which follow:

TEST METHODS

Synthetic Urine

25

TTie synthetic urine composition referenced herein comprises 0.31 grams monobasic calcium phosphate monohy-

drate (CaH4(P04)2xH20), 0.68 grams monobasic potassium phosphate (KH2P04). 0.48 grams magnesium sulphate

heptahydrate (MgS04x7H20), 1 .33 grams potassium sulphate (K2S04), 1 .24 grams tribasic sodium phosphate dodec-

ahydrate (NaaPO^^HgO), 4.4 grams sodium chloride (NaCI), 3.16 grams potassium chloride (KCI), 8.56 grams of

30 urea (CO(NH2)2). 0.1 grams Pluronic 10R8 surfactant (a non-ionic surfactant commercially available from BASF-Wyan-

dotte Corporation) and 1 gram methyl paraben and 1 gram Germall 115 preservative (commercially available from San-

tell Chemical Company, Chicago, IL) per liter using distilled water as the solvent. The components are added to 900

milliliters of distilled water in the order given and each dissolved before the next component is added. The solution is

finally diluted to one liter.

35

Absorbencv Under Load (AUL)

The ability of superabsorbent material to absorb a liquid while under load is determined as follows. Referring to Fig.

5, a demand absorbency tester (DAT) 48 is used, which is similar to a GATS (gravimetric absorbency test system), avail-

40 able from M/K Systems, Danners, MA, as well as the system described by Lichstein at pages 1 29-1 42 of the INDA Tech-

nological Symposium Proceedings, March 1974. A porous plate 50 is used, having ports 52 confined within a 2.5

centimeter diameter area and covered by the absorbency under load (AUL) apparatus 54. An electrobalance 56 is used

to measure the flow of fluid, into the superabsorbent particles 58. For this test, the fluid employed is an aqueous solution

containing 0.9 weight percent sodium chloride, used at room temperature (~23°C).

45 The special AUL apparatus 54 used to contain the superabsorbent particles comprises a cylinder 60 made from 1

inch (2.54 centimeters) inside diameter thermoplastic tubing which is machined-out slightly to be sure of concentricity.

A 1 00 mesh* stainless steel wire cloth 62 is fused on the bottom of cylinder 60 by heating the wire cloth in a flame until

red hot, after which the cylinder is held onto the cloth until cooled. A soldering iron can be used to touch up the seal if

unsuccessful or if it breaks. Care must be taken to maintain a flat, smooth bottom and not distort the inside of the cyl-

so inder. A 4.4 gram piston 64 is made from one inch diameter solid material (e.g., Plexiglas™) and is machined to closely

fit without binding in the cylinder 60. A standard 1O0 gram weight 66 is used to provide about 2 kilopascals (0.3 lbs per

square inch) restraining load. A sample of superabsorbent particles weighing 0.16 gram is utilized for testing AUL. The

sample is taken from granules which are pre-screened through U.S. Standard 30 mesh and retained on US. Standard

50 mesh (300 to 600 microns). The particles have a moisture content of less than about 5 weight percent.

55 This test is initiated by placing a three centimeter diameter GF/A glass filter paper 68 onto the plate 50. The paper

is sized to be larger than the internal diameter and smaller than the outside diameter of the cylinder 60, to ensure good

contact while eliminating evaporation over the ports 52 of the DAT 48 and then allowing saturation to occur. The parti-

• 100 mesh = 0.149 mm
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cles 58 are weighed out on a weigh paper and placed on the wire cloth 62 at the bottom of the AUL apparatus 54. The

apparatus 54 is shaken to level the particles 58 on the wire cloth 62. Care is taken to be sure no particles are clinging

to the wall of the cylinder 60. After carefully placing, without pressing, the piston 64 and weight 66 on the particles 58

in the cylinder 60, the AUL apparatus 54 is placed on the glass filter paper 68. The amount of fluid picked-up is moni-

5 tared as a function of time either directly by hand, with a strip-chart recorder or directly into a data acquisition or per-

sonal computer system.

The amount (in grams) of fluid picked-up after five-minutes divided by the weight of the sample (0.16 gram) is the

AUL value in grams of picked-up fluid per gram of sample (g/g). The rate of fluid pick-up can also be measured. Two

checks can be made to ensure the accuracy of the instantaneous final read-out. First, the height the piston 64 rises mul-

10 tiplied by the cross-sectional area of the cylinder 60 should nearly equal the amount of fluid picked up. Second, the AUL

apparatus 54 can be weighed before and after the test, and the difference in weight should nearly equal the fluid picked

up.

Free-Swell Pate

15

The free-swell rate for superabsorbent materials having a saturated retention capacity greater than 30 grams per

gram is defined as the length of time in seconds required for one gram of superabsorbent material in particulate form,

(which particles have a size within the range of from about 300 to about 600 urn, and a moisture content of less than 5

weight percent) to absorb 30 milliliters of a 0.9 weight percent aqueous sodium chloride solution, at room temperature

20 (~23°C). The free-swell rate for a particular superabsorbent material is determined as follows. One gram of the super-

absorbent material is spread out on the bottom of a plastic weighing boat (2 inch* diameter at the bottom, 1 inch deep,

and 3 inches by 3 inches square at the top) commercially available from Whitman Labsales Inc. catalogue number

B8868. Thirty (30) milliliters of an aqueous solution containing 0.9 weight percent of sodium chloride is added to the

weighing boat. The time for the superabsorbent material to absorb substantially all of the fluid, as indicated by the

25 absence of pooled fluid, is recorded and reported as the free-swell rate.

For superabsorbent material having a saturated retention capacity of less than 30 grams per gram, the free-swell

rate is defined as the length of time, in seconds, required for one gram of superabsorbent material in particulate form,

(which particles have a size within the range of from about 300 to about 600 jim, and a moisture content of less than

about 5 weight percent) to absorb an amount of an aqueous solution containing 0.9 weight percent of sodium chloride

30 which amount is equal to the saturated retention capacity of the superabsorbent material. Thus, if a given superabsorb-

ent material has a saturated retention capacity of 20 grams of fluid per gram of superabsorbent material, 20 grams of

the described saline solution are employed to determine the free-swetl rate of the superabsorbent material. The method

used to determine the free-swell rate of such superabsorbent materials is the same as set forth above except that the

described amount of fluid is used rather than 30 milliliters.

35

Saturated retention capacity

The saturated retention capacity is a measure of the total absorbent capacity of an absorbent garment, an absorb-

ent structure, containment means and superabsorbent material, or a superabsorbent material. The saturated retention

40 capacity is determined as follows. The material to be tested, having a moisture content of less than about 7 weight per-

cent, is then weighed and submerged in an excess quantity of the room temperature (~23°C) synthetic urine described

above. The material is allowed to remain submerged for 20 minutes. After 20 minutes the material is removed from the

urine and placed on a Teflon™ coated fiberglass screen having 0.25 inch openings (commercially available from

Taconic Plastics Inc. Petersburg, N.Y) which, in turn, is placed on a vacuum box and covered with a flexible rubber dam
45 material. A vacuum of 3.5 kilopascals (0.5 pounds per square inch) is drawn in the vacuum box for a period of 5 minutes.

The material is weighed. The amount of fluid retained by the material being tested is determined by subtracting the dry

weight of the material from the wet weight of the material (after application of the vacuum) and is reported as the satu-

rated retention capacity in grams of fluid retained. For relative comparisons, this value can be divided by the weight of

the material to give the saturated retention capacity in grams of fluid retained per gram of tested material. If material,

so such as superabsorbent material or fiber, is drawn through the fiberglass screen while on the vacuum box, a screen

having smaller openings should be used. Alternatively, a piece of the tea bag material described below can be placed

between the material and the screen and the final value adjusted for the fluid retained by the material as described

below.

When the material to be tested is superabsorbent material, the test is run as set forth above with the following

55 exceptions. A bag is prepared from heat sealable tea bag material (grade 542, commercially available from the Kim-

berly-Clark Corporation). A six inch by three inch sample of the material is folded in half and heat sealed along two

edges to form a generally square pouch. 0.2 grams of the superabsorbent material to be tested (in the form of particles

* 1 inch = 2.54 cm
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having a size within the range of from about 300 to about 600 jim. and a moisture content of less than about 5 weight

percent) is placed in the pouch and the third side is heat sealed. The test is performed as described with the amount of

the fluid absorbed by the bag material being subtracted from the amount of fluid retained by the bag and superabsorb-

ent material. The amount of fluid absorbed by the bag material is determined by performing the saturated retention

capacity test on an empty bag.

Fluid Uptake Value

The fluid uptake value is defined as the greatest length of time (in seconds) required for an absorbent garment,

absorbent structure or containment means and superabsorbent material to absorb any of three 100 milliliter insults (300

milliliters total) of room temperature (~23°C) synthetic urine applied to material in a localized area (about 1 square cen-

timeter) at a rate of 1 5 milliliters per second, with a period of about 5 minutes between each 100 milliliter insult. The time

required to absorb each 100 milliliter insult is determined for each of the three insults, and the fluid uptake value is

defined as the largest of the three values. The fluid uptake value is determined as follows. The object to be tested, hav-

ing a moisture content of less than about 7 weight percent, is placed in a flat bottomed container. Three 100 milliliter

insults of synthetic urine are applied to the object by delivery from a nozzle having a 4 millimeter diameter orifice. The

nozzle is attached to a peristaltic pump equipped with a pulse suppressor. The nozzle is placed a distance of about 1

inch from the center of the object and the urine dispensed from the nozzle at an average rate of about 15 milliliters per

second until 100 milliliters has been applied. After 5 minutes another 100 milliliters is applied. After 5 minutes a third

100 milliliter insult is applied. The nozzle forms an angle of about 60° from a generally horizontal major face of the

object. The time for each 1 00 milliliter insult to be absorbed by the object is recorded. The highest of the three time peri-

ods for absorption is reported as the fluid uptake value (in seconds).

Examples

The following samples were employed in the examples and comparative examples.

Sample 1 - A poly(acrylic acid) high-absorbency material commercially available from the Norsolor Company,

France, under the trade designation Norsacryl A2™.

Sample 2 - A starch grafted poly(acrylic acid) high-absorbency material commercially available from the Hoechst

Celanese Company under the trade designation Sanwet™ IM 5600S.

Sample 3 - A poly(acrylic acid) high-absorbency material commercially available from the Dow Chemical Company

under the trade designation Drytech™ 533.

Sample 4 - A poly(acrylic acid) high-absorbency material commercially available from the Dow Chemical Company

under the trade designation Drytech™ 534.

Sample 5 - Agglomerated fines of a poly(acrylic acid) high-absorbency material which fines are available from the

Dow Chemical Company as the fines of Drytech™ 533, the fines are agglomerated according to copending U. S.

Patent Application Serial No. 07/304.616 filed January 24, 1989, previously incorporated herein by reference.

Sample 6 - A poly(acrylic acid) high-absorbency material commercially available from the Norsolor Chemical Com-

pany under the trade designation Norsacryl™ B41S,

Sample 7 - Agglomerated fines of a poly(acrylic acid) high-absorbency. material, which fines are available from the

Dow Chemical Company as the fines of Drytech™ 533, the fines are agglomerated according to copending U. S.

Patent Application Serial No. 07/304.616 filed January 24. 1989, previously incorporated herein by reference. The

agglomerated fines are treated with a hydrophilizing agent after agglomeration.

Sample 8 - Agglomerated fines of a poly(acrylic acid) high-absorbency material, which fines are available from the

Dow Chemical Company under the trade designation Drytech™ 533, the fines are agglomerated according to

copending U. S. Patent Application Serial No. 07/304.616 filed January 24. 1989, previously incorporated herein by

reference. The fines are agglomerated in the presence of a hydrophilizing agent.

Sample 9 - Agglomerated fines of a poly(acrylic acid) high-absorbency material, which fines are available from the

Dow Chemical Company under the trade designation Drytech™ 533, the fines are agglomerated according to U. S.

Patent Application Serial No. 07/304,616 filed January 24, 1989, previously incorporated herein by reference. The

fines are agglomerated in the presence of a hydrophilizing agent.

Example 1

Ten grams of a high-absorbency material selected from those described above is placed in the bottom of a polysty-

rene weighing dish commercially available from Whitman Labsales, Inc.. catalogue number B-8870. The high-absorb-

ency material is covered with a 200 gram per square meter mettblown fibrous web formed from a hydrophilic nylon

copolymer which nylon copolymer is commercially available from Allied Signal, Inc., under the trade designation Hydro-

12
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fil™ LCFX. The fibers of the meltblown web have a cross-sectional diameter greater than about 25 urn. The fluid uptake

value of the described composite is then determined. The results of this determination as well as the free swell rate and

five minute AUL of the high-absorbency materials employed are set forth in Table 1 . The reported values represent the

average of at least three repetitions.

TABLE 1

Sample No. Free Swell Rate AUL Fluid Uptake Value

r 6 5 47

2* 14 4 90

3* 240 10 60

4* 133 9 40

5 41 24 34

6 31 24 26

7 32 21 15

8 17 24 9

9 13 24 10

* Comparative Example

As can be seen from reference to Table 1, Sample Numbers 1-4 employ high absorbency materials with a five-

minute AUL of less than 15 g/g and/or a free swell rate of greater than 60. It is seen that employing high absorbency

material having a free swell rate greater than 60 and/or a five-minute AUL of less than 15 g/g produces a fluid uptake

value of 40 or greater. Employing high-absorbency materials having a free swell rate of 60 or less and a five-minute AUL

30 greater than 15 g/g produces absorbent composites having a fluid uptake value of 34 or less. Thus, it is seen that the

combination of free swell rate and five-minute AUL required by some claims of the present invention produces an

absorbent composite having an improved fluid uptake value when compared to the fluid uptake values of composites

employing superabsorbent materials not having the required free swell rate and/or five-minute AUL

3s Sample 2

Twelve grams of the high-absorbency material described as Sample Number 3 above, is placed between two 3 inch

(7.6 centimeters) by 9 inch (22.9 centimeters) layers of the Hydrofil™ meltblown web employed in Example 1. The

absorbent structure consisting of 12 grams of high absorbency material and two layers of Hydrofil™ meltblown web is

40 then placed between two 4 inch by 10 inch layers of a 20 gram per square meter bilobal spunbonded polypropylene

material. The bilobal polypropylene spunbonded material is then heat sealed around the periphery of the absorbent

structure. The described structure is then placed in a six inch by nine inch by two inch dish. Three hundred milliliters of

synthetic urine is then poured on the structure from a height of about 1 inch at a rate of about 1 1 milliliters per second.

The synthetic urine is applied to the structure over substantially the entire upper surface of the structure in an attempt

45 to compensate for the observed poor performance. The time required for the structure to imbibe the 300 milliliters of

synthetic urine is recorded.

Example 3

so A structure as described in Example 2 is formed except that the high-absorbency material employed is that

described as Sample Number 8 above. Additionally, due to the good performance of the absorbent structure, the syn-

thetic urine is applied to the structure in a localized area rather than over the entire upper surface of said structure.

Again, the time required for the structure to absorb the 300 milliliters of synthetic urine was recorded.

The results of the testing done in connection with Examples 2 and 3 is set forth in Table 2 which set follows.

13
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TABLE 2

Example Number High Absorbency Mate- Tim to Imbibe

rial

2* Sample Number 3 > 240 seconds

3 Sample Number 8 30 seconds

* Comparative Example

As can be seen from reference to Table 2, the structure of Example Number 3 performs significantly better than the

structure of Example Number 2. The improved performance results from the use of a high-absorbency material having

a free swell rate of less than 60 seconds and a five-minute AUL of greater than 1 5 g/g.

Example 4

A coformed web containing 76 weight percent of the high-absorbency material of Sample Number 3 and 24 weight

percent of a fine fibered (less than about 5 micrometer diameter) meltblown Hydrofil™ LCFX copolymer fibers is formed.

The web has a basis weight of 850 grams per square meter. A 3 inch by 9 inch sample of the meltblown web is then

covered on one surface with a 3 inch by 9 inch layer of the Hydrofil™ meltblown web utilized in Examples 2 and 3. The

absorbent structure thus formed is then placed between two layers of the 20 grams per square meter bilobal polypro-

pylene spunbonded material employed in Example Numbers 2 and 3 with the spunbonded material being heat sealed

around the periphery of the absorbent structure. The structure thus formed is subjected (with the Hydrof il

TU
melt blown

web facing up) to the same testing set forth in connection with Example 2 above.

Example 5

An absorbent structure as described in Example 4 is prepared with the exception that the high-absorbency material

employed is that material described as Sample Number 8 above. The absorbent structure so formed is subjected (with

the Hydrofil™ meltblown web facing up) to the same testing as set forth in connection with Example 3 above.

The results of the testing of Examples 4 and 5 are set forth in Table 3.

TABLE 3

Example Number High Absorbency Mate- Time to Imbibe

rial

4* Sample Number 3 > 240 seconds

5 Sample Number 8 31 seconds

* Comparative Example

As can be seen by reference to Table 3, Example Number 5 performed significantly better than Example Number

4. Again, the superior performance results from the careful selection of a high-absorbency material having a free swell

rate of less than 60 and a five-minute AUL greater than 15 g/g.

Example 6

The high-absorbency material described as Sample Number 5 above is formed into a coformed web containing

about 76 weight percent of the high-absorbency material and about 24 weight percent of meltblown fine fibers (diameter

of less than about 5 micrometers) of a Hydrofil™ LCFX copolymer. 1 2 centimeter by 1 2 centimeter webs of this material

are cut from the coformed webs which have a basis weight of about 850 grams per square meter and a density of about

0.22 gram per cubic centimeter. One half of the webs are compressed in a flat platen press to a density of about 0.33

gram per cubic centimeter. The webs are then subjected to fluid uptake value determinations. The results of this testing

are set forth in Table 4 which follows.

14
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TABLE 4

Dry Volume (cm3)
Fluid Uptake Value 1

Compressed

Uncompressed

35

55

26.5

27.5

1 Average of two repetitions

As can be seen from reference to Table 4, compression of a meltblown web containing the described high-absorb-

ency material does not appear to significantly affect the fluid uptake value of the meltblown web.

Example 7

The high-absorbency material described as Sample Number 3 above is air laid with wood pulp fluff according to the

teachings of U.S. Patent 4,699,823 issued October 13, 1987, to Kellenberger, et al. which is hereby incorporated by ref-

erence. The air laid batt thus formed is incorporated into disposable infant diapers according to the teachings of U. S.

patent 4,798,603, issued January 17, 1989. and previously incorporated herein by reference. The diapers comprise a

water impervious outer cover sheet, the absorbent air laid batts of high absorbency material and wood pulp fluff, a

creped wadding tissue wrap surrounding the air laid batts, a transfer layer and a body-side liner. Specifically, the air laid

batts of wood pulp fluff and high absorbency material are incorporated into disposable diapers commercially marketed

by the Kimberly-Clark Corporation under the trade name HUGGIES® Supertrim Medium Disposable Diapers.

The diapers so produced are subjected to a local use test. According to the local use test, each of 100 babies are

provided with ten of the described diapers. The diapers are used on the babies, then those diapers containing only urine

are returned for evaluation. About 700 diapers are returned. For each of the diapers used, the individual applying and

removing the diaper is asked to indicate whether there is leakage from the diaper. Additionally, the person removing the

diaper is asked to evaluate the relative dryness (skin wetness rating) of the baby's skin in the perineal region on a scale

from 0 to 5, where 0 is dry skin, 1 is slightly damp, 2 is damp, 3 is wet, 4 is very wet, and 5 is soaked. The percent leaks

and average skin wetness rating as well as the exact composition of the air laid web of wood pulp fluff and high absorb-

ency material is set forth in Table 5.

Examples 9 and 9

Disposable diapers are prepared as set forth in Example 7 above with the exception that Example 8 employs the

high-absorbency material described as Sample Number 5 above and Example 9 employs the high-absorbency material

described as Sample Number 8 above. The diapers are prepared and tested as set forth in Example 7. The results of

the testing and the composition of the diapers are set forth in Table 5 which follows.
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TABLES

Example Number High Absorbency

Material

Weight of
1
Fluff

(g)

Cone, of
2 HAM. Percent Leaks Avg. Skin Wet-

ness Rating

T Sample Number

3

26 16 10.4 0.81

T Samnle Number

3

26 20 8.5 0.75

8* Sample Number

5

26 16 12.0 0.86

8* Sample Number

5

26 20 10.8 0.79

9* Sample Number

8

26 16 13.9 0.86

9* Sample Number

8

26 20 11.5 0.78

* Comparative Example
1 Weight of wood pulp fluff in grams
2 Concentration of high absorbency material in weight percent based on total weight of fluff and high absorbency material

As can be seen from reference to Table 5, and comparison of Example Number 7 with Example Numbers 8 and 9,

the use of high-absorbency materials having a free swell rate of less than 60 and an AUL greater than 15 g/g (Example

Numbers 8 and 9) does not bring a significant benefit to the disposable diaper when the high-absorbency material is

employed at low concentrations in hydrophilic fibers.

Example 10

An infant diaper commercially available from the Kimberly-Clark Corporation under the trade designation Huggies®

Supertrim Disposable Diapers (medium) is provided. The diaper comprises an outer cover, a tissue wrapped airlaid batt

of wood pulp fluff and the high-absorbency material of sample 4, a transfer layer, and a body-side liner as described in

U.S. patent 4,798,603 issued January 17, 1989 to Meyer et al. The transfer layer and the body-side liner are removed

from the diaper and replaced with a Guilford Warp Knit Fabric commercially available from Guilford Mills, Greensbor-

ough, NC, under the trade designation Style 19903.

The diapers are subjected to a local use test. According to the local use test, each of 20 "heavy wetter'' (average

at least about 200 grams of urine per night) babies are provided with two of the described diapers (40 total). The diapers

are used overnight on the babies and the used diapers are returned for evaluation. About 37 diapers are evaluated. For

each of the diapers used, the individual applying and removing the diaper is asked to indicate whether there is leakage

from the diaper. Additionally, the person removing the diaper is asked to evaluate the relative dryness (skin wetness rat-

ing) of the baby's skin in the perineal region on a scale from 0 to 5, where 0 is dry skin, 1 is slightly damp, 2 is damp, 3

is wet, 4 is very wet, and 5 is soaked. The percent leaks and average skin wetness rating as well as the exact compo-

sition of the diaper is set forth in table 6.

Example 11

A diaper as described in example 10 is provided. The tissue wrapped absorbent core, transfer layer and body-side

liner are removed. The absorbent core is replaced with a 125 grams per square meter coform material formed from 70

weight percent wood pulp fluff and 30 weight percent meltblown polypropylene fibers which material is treated with Tri-

ton X-102 a surfactant commercially available from the Rohm & Haas Company. On top of the coform material is longi-

tudinally placed a 4 inch by about 9 inch meltblown, tissue-wrapped web containing 76 weight percent of the high

absorbency material of sample 4 and 24 weight percent of fine meltblown fibers of a Hydrofil™ copolymer. Prior to being

placed on the coform material, the meltblown, tissue-wrapped web is humidified for about 14 hours at 100 ° F* and 80

% relative humidity pressed in a flat platen press under a load of about 20 kilopascals (140 pounds per square inch) for

about 15 seconds and dried for about 2 hours at 135 °F** at ambient relative humidity. The liner material of example 10
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is then placed over the absorbent structure. The diaper so formed is subjected to a local use test as set forth in example

10. The results are set forth in Table 6.

Example 1?

A diaper as described in example 1 1 is prepared except that the high-absorbency material employed is that of sam-

ple no. 5 described above. The diaper is subjected to the local use test as described in example 10. The results are set

forth in Table 6.

w

15

20

25

30

35

40

45

50

55

100°F = 37.78°C
* 135° F = 57.22°C
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As can be seen from reference to examples 1 1 and 12. diapers having an absorbent structure with a small volume

(about 55 cubic centimeters) can be produced which generally meet or exceed the performance characteristics of con-

ventional, known diapers (example 10). Moreover, comparison of examples 1 1 and 12 indicates that the use of a high-
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absorbency material having a free-swell rate of less than 60 seconds and a five-minute AUL of at least about 15 g/g

(example 12) produces a diaper having improved performance compared to a similar diaper employing a high-absorb-

ency material not meeting such limitations (example 11).

APPENDIX A

Example A-1

In a one liter reactor 80 grams of Drytech® (The Dow Chemical Company) polymer (sodium polyacrylate) having

mixed particle size distribution is mixed with 300 grams of Isopar M hydrocarbon (deodorized kerosene by Exxon). The

dispersion is suspended using agitation. The monomer phase is prepared with a solution of 12 grams of acrylic acid;

0.05 grams of trimethylolpropane triacrylate; 0.05 grams of a chelating agent; 15.7 grams of water; 12 grams of a 50

percent solution of sodium hydroxide; and 0.1 grams of t-butyl hydrogen peroxide, suspended as droplets in a solution

of 1 00 grams of Isopar M hydrocarbon and 0.25 grams of hydrophobic fumed silica sold as Aerosil® R-972 by Degussa.

The aggregates or clusters are formed by adding the monomer phase to the reactor under constant agitation at 600

rpm, 20° C and under the flow of sulphur dioxide gas between 0.1 to 1 0.0 ppm/min. The aggregates are then separated

from the hydrocarbon by filtration and then dried in a hot air oven at 100° C overnight.

Example A-2

Polymer particles having a mixed particle size are aggregated similarly to those polymers in Example A-1. How-

ever, the aggregates are prepared without the acrylic acid in the monomer phase and the amount of hydrophobic fumed

silica used in the process is one gram. Thirty grams of the aggregates are then treated with a wetting agent by adding

5 grams of a 0.4 percent Voranol® (polyol of The Dow Chemical Company) in water solution. The aggregates are then

dried in an oven.

Example A-3

In a 50-gallon (189.3 liters) reactor 50 pounds (22.7 kg) of Drytech® (The Dow Chemical Company) polymer hav-

ing a particle size of smaller than 80 mesh (177 micrometers) is mixed with 160 pounds (72.7 kg) of Isopar L hydrocar-

bon. The dispersion is suspended using agitation. The monomer phase is prepared with a solution of 3405 grams of

acrylic acid; 14 grams of trimethylolpropane triacrylate; 14 grams of a chelating agent, 4313 grams of water; 3405

grams of a 50 percent solution of sodium hydroxide; and 14 grams of t-butyl hydrogen peroxide, suspended as droplets

in a solution of 25 pounds of Isopar M hydrocarbon and 140 grams of hydrophobic fumed silica sold as Aerosil® R-974

by Degussa. The aggregates are formed by adding the monomer phase to the reactor under constant agitation then

allowing polymerization to occur at 20° C for an hour, the reactor is vacuum stripped to 90° C and is cooled to 70° C. A

solution of 20 grams of persulfate, 140 grams of Voranol® and 4400 grams of water is then added to the aggregates at

70° C for 90 minutes. The aggregates are then vacuum stripped and separated from the hydrocarbon by filtration and

then dried in a hot air oven at 100° C overnight.

Claims

1 . An absorbent structure comprising a superabsorberrt material and means for containing said superabsorbent mate-

rial, characterized by:

said superabsorbent material contained by said containment means having a free-swell rate of less than about

60 seconds and a five-minute AUL of at least about 15 g/g, said superabsorbent being present in said contain-

ment means in an amount of from about 60 to about 100 weight percent, based on a total weight of said con-

tainment means and said superabsorbent material.

2. The absorbent structure according to claim 1 , wherein said containment means comprises a fibrous matrix.

3. The absorbent structure according to claim 2, wherein said fibrous matrix is formed from a hydrophilic polymeric

material.

4. The absorbent structure according to claim 3, wherein said fforous matrix comprises less than about 10 weight per-

cent of cellulosic fibers.

5. The absorbent structure according to one of the preceding claim, wherein said containment means comprises two
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layers of material, at least one layer being water-pervious, and wherein said superabsorberrt material is located

between said two layers of material.

6. The absorbent structure according to on of the preceding claims, wherein the superabsorberrt material has a free-

swell rate of less than about 40 seconds, preferably less than about 30 seconds.

7. The absorbent structure according to one of the preceding claims, wherein said superabsorberrt material has a five-

minute AUL of at least about 18 g/g, preferably of at least about 21 g/g.

8. The absorbent structure according to one of the preceding claims, wherein said superabsorbent material com-

prises generally non-friable particles of agglomerated fines of a water-swellabte, substantially water-insoluble poly-

acrylic acid.

9. The absorbent structure according to one of the preceding claims, wherein said absorbent structure has an aver-

age thickness of less than about 6.4 mm (0.25 inches), preferably 5.1 mm (0.20 inches).

10. The absorbent structure according to one of the preceding claims, wherein said absorbent structure has a fluid

uptake value of less than about 30 seconds.

1 1 . The absorbent structure according to one of the preceding claims, wherein said superabsorbent material is present

in said containment means in an amount of from about 70 to about 1 00 weight percent based on total weight of said

containment means and said superabsorbent material.

12. The absorbent structure of one of the preceding claims, in which said absorbent structure is superposed on an

outer cover of a garment.

1 3. An absorbent garment comprising an absorbent structure according to one of the preceding claims.

14. The garment of claim 13, comprising an outer cover, the absorbent structure being superposed on said outer cover.

15. The absorbent garment according to claims 13 or 14, wherein the ratio of the surface area of the absorbent struc-

ture to the surface area of the absorbent garment is within the range of from about 3 : 10 to about 8:10.

16. The absorbent garment according to one of claims 13 to 15, further comprising a body-side liner, said absorbent

structure being located between said body-side liner and said outer cover.

17. An absorbent garment, especially according to one of claims 13 to 16, said absorbent garment comprising:

means for containing a superabsorberrt material; and

superabsorbent material contained by said means, said superabsorbent material being present in said contain-

ment means in an amount of from 60 to 100 weight percent based on the total weight of the containment

means and said superabsorbent material, said containment means and superabsorbent material defining a dry

volume of less than about 180 cubic centimeters, said absorbent garment having a saturated retention capac-

ity of at least about 2 times the dry volume of said containment means and superabsorbent material with the

containment means and superabsorbent material accounting for at least about 60 volume percent of said sat-

urated retention capacity of said absorbent garment.

18. The absorbent garment according to claim 17, wherein said containment means comprises a fibrous matrix, which

preferably is formed from a hydrophilic polymeric material.

19. The absorbent garment according to claim 18, wherein said fibrous matrix comprises less than about 10 weight

percent cellulosic fibers.

20. The absorbent garment according to one of claims 1 7 to 1 9, wherein said containment means comprises two layers

of material, at least one layer being water-pervious, and wherein said superabsorbent material is located between

said two layers of material.

21 . The absorbent garment according to claim 20, wherein said two layers form a compartment in which the superab-
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sorbent material is contained.

22. The absorbent garment according to one of claims 1 7 to 21 , wherein said superabsorbertt material comprises gen-

erally non-friable particles of agglomerated fines of a water-swellable, substantially water-insoluble polyacrylic acid.

5

23. .The absorbent garment according to one of claims 17 to 22, wherein said absorbent garment has an average thick-

ness of less than about 6.4 mm {0.25 inches), preferably less than about 5.1 mm (0.20 inches).

24. The absorbent garment according to one of claims 17 to 23. wherein said absorbent garment has a fluid uptake

10 value of less than about 30 seconds, preferably less than about 20 seconds.

25. The absorbent garment according to one of claims 17 to 24, wherein said superabsorbertt material is present in

said containment means in an amount of from 70 to 100 weight percent based on total weight of said containment

means and said superabsorbertt material.

75

26. The absorbent garment according to one of claims 17 to 25, further comprising a body-side liner and an outer

cover, said containment means being located between said body-side liner and said outer cover.

27. The absorbent garment according to one of claims 1 7 to 26, wherein the dry volume of the containment means and

so superabsorbent material is less than about 150 cubic centimeters, preferably less than about 120 cubic centime-

ters, and most preferably less than about 100 cubic centimeters.

28. The absorbent garment according to one of claims 1 7 to 27, wherein the absorbent garment has a saturated reten-

tion capacity of at least about 3 times, preferably at least about 5 times the dry volume of the containment means

25 and superabsorbent material.

29. The absorbent garment according to one of claims 17 to 28, wherein the containment means and superabsorbent

material accounts for at least about 75 volume percent, preferably at least about 85 volume percent of the saturated

retention capacity of said absorbent garment.

30

30. A thin, disposable diaper, said diaper comprising:

a body-side liner;

35 an outer cover superposed in facing relation with said liner; and

an absorbent structure, according to one of claims 1 to 1 2, located between said liner and outer cover.

31 . A thin disposable diaper especially according to claim 30, said diaper comprising:

40

a body-side liner

an outer cover superposed in facing relation with said liner, and

45 an absorbent structure located between said liner and outer cover, said absorbent structure comprising :

means for containing a superabsorbent material; and

superabsorbent material contained by said containment means, said superabsorbent material having a free-

so swell rate of less than about 60 seconds and a five-minute AUL of at least about 15 g/g, said superabsorbent

being present in said containment means in an amount of from 60 to 100 weight percent, based on a total

weight of said containment means and said superabsorbent material; said absorbent garment having an aver-

age thickness of less than about 6.4 mm (0.25 inches), preferably of less than about 5.1 mm (0.20 inches).

55 32. The disposable diaper according to claim 30 or 31 , wherein said diaper consists essentially of said body-side liner,

said outer cover, and said absorbent structure.

33. The disposable diaper according to one of claims 30 to 32, wherein said outer cover is water-pervious.
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34. Th diaper according to one of claims 30 to 33, wherein said superabsorbent material is present in said contain-

ment means in an amount of from 70 to 100 weight percent based on total weight of said containment means and

said superabsorbent material.

35. A thin disposable diaper, especially according to one of claims 30 to 34, said diaper consisting essentially of:

a body-side liner;

an outer cover superposed in facing relation with said liner;

means for containing a superabsorbent material said means being located between said liner and outer cover;

and

superabsorbent material contained by said containment means, said superabsorbent material being present in

said containment means in an amount of from 60 to 1 00 weight percent based on a total weight of the contain-

ment means and superabsorbent material, said containment means and superabsorbent material having an

average thickness of less than 5.1 mm (0.20 inches), said diaper having a saturated retention capacity of at

least about 300 grams.

36. The diaper according to claim 35, wherein said containment means and superabsorbent material has an average

thickness of less than about 4.8 mm (0.18 inches).

37. The diaper according to claim 35 or 36, wherein said containment means and superabsorbent material defines a

dry volume of less than about 180 cubic centimeters.

38. The diaper according to one of claims 35 to 37, in which said superabsorbent material has a free-swell rate of less

than about 40 seconds, preferably less than about 30 seconds.

39. The diaper according to one of claims 35 to 38, wherein said superabsorbent material has a five-minute AUL of at

least 18 g/g, preferably at least about 21 g/g.

40. The diaper according to one of claims 35 to 39, wherein said superabsorbent material comprises generally non-

friable particles of agglomerated fines of a water-swellable, substantially water-insoluble polyacrylic acid.

Patentanspruche

1. Saugfahige Struktur mrt einem superabsorbierenden Material und einem Mittel zur Aufnahme des superabsorbie-

renden Materials, dadurch gekennzeichnet, daft

das durch das Aufnahmemittel aufgenommene superabsorbierende Material eine Freiquellrate von weniger

als etwa 60 Sekunden und ein Funf-Minuten-Absorptionsvermogen unter Beladung von mindestens etwa 15

g/g aufweist, wobei das superabsorbierende Material in dem Aufnahmemittel in einer Menge von etwa 60 bis

etwa 100 Gew.%, bezogen auf ein Gesamtgewicht des Aufnahmemittels und des superabsorbierenden Mate-

rials, vorliegt.

2. Saugfahige Struktur gemaB Anspruch 1 , bei der das Aufnahmemittel eine Fasermatrix aufweist.

3. Saugfahige Struktur gemaB Anspruch 2, bei der die Fasermatrix aus einem hydrophilen Polymermaterial gebikJet

ist.

4. Saugfahige Struktur gemaB Anspruch 3, bei der die Fasermatrix weniger als etwa 10 Gew.% Zellulosefasern auf-

weist.

5. Saugfahige Struktur gemaB einem der vorhergehenden AnsprOche. bei der das Aufnahmemittel zwei Material-

schichten aufweist, wobei mindestens eine Schicht wasserdurchlassig ist, und wobei das superabsorbierende

Material zwischen den beiden Materialschichten angeordnet ist.

6. Saugfahige Struktur gemaB einem der vorhergehenden AnsprOche, bei der das superabsorbierende Material eine

Freiquellrate von weniger als etwa 40 Sekunden, vorzugsweise weniger als etwa 30 Sekunden, aufweist
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7. Saugfahige Struktur gemaB einem der vorhergehenden AnsprOche, bei der das superabsorbierende Material ein

Funf-Minuten-Absorptionsvermogen unter Beladung von mindestens etwa 18 g/g, vorzugsweise mindestens etwa

21 g/g, aufweist.

5 8. Saugfahige Struktur gemaB einem der vorhergehenden Anspruche, bei der das superabsorbierende Material im

allgemeinen nicht zerbrockelbare Partikel von agglomerierten Feinteilen einer wasserquellbaren, im wesentlichen

wasserunloslichen Polyacrylsaure enthalt

9. Saugfahige Struktur gemaB einem der vorhergehenden Anspruche. bei der die saugfahige Struktur eine durch-

w schnittliche Dicke von weniger als etwa 6,4 mm (0,25 Inch), vorzugsweise 5,1 mm (0,20 Inch), aufweist.

10. Saugfahige Struktur gemaB einem der vorhergehenden Anspruche, bei der die saugfahige Struktur einen Fluidauf-

nahmewert von weniger als etwa 30 Sekunden aufweist.

15 11. Saugfahige Struktur gemaB einem der vorhergehenden Anspruche, wobei das superabsorbierende Material in

dem Aufnahmemittel in einer Menge von etwa 70 bis etwa 100 Gew.%, bezogen auf ein Gesamtgewicht des Auf-

nahmemittels und des superabsorbierenden Materials, vorliegt.

12. Saugfahige Struktur gemaB einem der vorhergehenden Anspruche, bei der die saugfahige Struktur auf einer

20 AuBenhQIle eines BeWeidungsstGcks aufliegt.

13. Saugfahiges Bekleidungsstuck mit einer saugfahigen Struktur gemaB einem der vorhergehenden Anspruche.

14. Bekleidungsstuck gemaB Anspruch 13 mit einer AuBenhQIle, wobei die saugfahige Struktur auf der AuBenhQIle

25 aufliegt.

15. Saugfahiges Bekleidungsstuck gemaB AnsprQchen 13 oder 14, wobei das Verhaltnis des Oberflachenbereichs der

saugfahigen Struktur zum Oberflachenbereich des saugfahigen BekleidungsstQcks im Bereich von etwa 3 : 10 bis

etwa 8 : 10 liegt.
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16. Saugfahiges Bekleidungsstuck gemaB einem der Anspruche 13 bis 15, das des weiteren eine kfirpersettige Ein-

lage aufweist, wobei die saugfahige Struktur zwischen der korperseitigen Einlage und der AuBenhQIle liegt.

17. Saugfahiges BekieidungsstQck, insbesondere gemaB einem der Anspruche 13 bis 16, wobei das saugfahige

35 Bekleidungsstuck folgendes aufweist:

ein Mrttel zur Aufnahmedes superabsorbierenden Materials; und

durch das Mrttel aufgenommenes superabsorbierendes Material, wobei das superabsorbierende Material in

40 dem Aufnahmemittel in einer Menge von 60 bis 100 Gew.%, bezogen auf ein Gesamtgewicht des Aufnahme-

mittels und des superabsorbierenden Materials, vorliegt, wobei das Aufnahmemittel und das superabsorbie-

rende Material ein Trockenvolumen von weniger als etwa 180 Kubikzentimeter definieren, wobei das

saugfahige BekieidungsstQck eine SattigungsrQckhaltekapazitat von mindestens etwa 2 mal dem Trockenvolu-

men des Aufnahmemittels und des superabsorbierenden Materials aufweist, wobei das Aufnahmemittel und

45 das superabsorbierende Material mindestens etwa 60 Vol% der SattigungsrQckhaltekapazitat des saugfahigen

BekleidungsstQcks ausmachen.

18. Saugfahiges BekieidungsstQck gemaB Anspruch 1 7, bei dem das Aufnahmemittel eine Fasermatrix aufweist, wel-

che vorzugsweise aus einem hydrophilen Polymermaterial gebildet ist.

50

19. Saugfahiges BekieidungsstQck gemaB Anspruch 18, bei dem die Fasermatrix weniger als etwa 10 Gew.% Zellulo-

sefasern aufweist.

20. Saugfahiges BekieidungsstQck gemaB einem der Anspruche 17 bis 19, bei dem das Aufnahmemittel zwei Materi-

55 alschichten aufweist, wobei mindestens eine Schicht wasserdurchtassig ist, und wobei das superabsorbierende

Material zwischen den betden Materialschichten angeordnet ist.

21. Saugfahiges Bekleidungsstuck gemaB Anspruch 20. bei dem die beiden Schichten eine Abteilung bilden, worin

das superabsorbierende Material enthalten ist.
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22. Saugfahiges BeWeidungsstuck gemaB einem der Anspruche 17 bis 21 , bei dem das superabsorbierende Material

im allgemeinen nicht zerbrockelbare Partikel von agglomerierten Feinteilen einer wasserqueilbaren, im wesentli-

chen wasserunloslichen Polyacrylsaure errthalt.

23. Saugfahiges BeWeidungsstuck gemaB einem der AnsprQche 1 7 bis 22, bei dem das saugfahige BeWeidungsstuck

eine durchschnittliche Dicke von weniger ats etwa 6,4 mm (0,25 Inch), vorzugsweise weniger als etwa 5, 1 mm (0,20

Inch), aufweist.

24. Saugfahiges BeWeidungsstuck gemaB einem der Anspruche 17 bis 23, bei der das saugfahige BeWeidungsstuck

einen Fluidaufnahmewert von weniger als etwa 30 Sekunden, vorzugsweise weniger als etwa 20 Sekunden, auf-

weist.

25. Saugfahiges BeWeidungsstuck gemaB einem der Anspruche 17 bis 24, bei dem das superabsorbierende Material

in dem Aufnahmemittel in einer Menge von 70 bis 1 00 Gew.%, bezogen auf das Gesamtgewicht des Aufnahmem'rt-

tels und des superabsorbierenden Materials, vorliegt.

26. Saugfahiges BeWeidungsstuck gemaB einem der AnsprQche 17 bis 25, das des werteren eine korperseitige Ein-

lage und eine AuBenhulle aufweist, wobei das Aufnahmemittel zwischen der kOrperseitigen Einlage und der

AuBenhulle liegt.

27. Saugfahiges BeWeidungsstuck gemaB einem der Anspruche 17 bis 26, bei dem das Trockenvolumen des Aufnah-

memittels und des superabsorbierenden Materials weniger als etwa 150 Kubikzentimeter, vorzugsweise weniger

als etwa 120 Kubikzentimeter und am bevorzugtesten weniger als etwa 100 Kubikzentimeter betragt.

28. Saugfahiges BeWeidungsstuck gemaB einem der Anspruche 1 7 bis 27, bei dem das saugfahige BeWeidungsstuck

eine SattigungsrOckhaltekapazitat von mindestens etwa 3 mal, vorzugsweise mindestens etwa 5 mal dem Trocken-

volumen des Aufnahmemittels und des superabsorbierenden Materials aufweist.

29. Saugfahiges BeWeidungsstuck gemaB einem der Anspruche 17 bis 28, bei dem das Aufnahmemittel und das

superabsorbierende Material mindestens etwa 75 Vot%, vorzugsweise mindestens etwa 85 Vol% der Sattigungs-

rOckhaltekapazitat des saugfahigen BeWeidungsstucks ausmachen.

30. DOnne Wegwerfwindel, wobei die Windel folgendes aufweist:

eine kdrperseitige Einlage;

eine AuBenhulle, die gegenuberliegend zu der Einlage aufliegt; und

eine saugfahige Struktur gemaB einem der Anspruche 1 bis 12, die zwischen der Einlage und der AuBenhulle

liegt.

31. Dunne Wegwerfwindel, insbesondere gemaB Anspruch 30, wobei die Windel folgendes aufweist:

eine kfirperseitige Einlage

eine AuBenhulle, die gegenuberliegend zu der Einlage aufliegt; und

eine saugfahige Struktur, die zwischen der Einlage und der AuBenhulle liegt, wobei die saugfahige Struktur fol-

gendes aufweist:

ein Mrttel zur Aufnahme eines superabsorbierenden Materials; und

durch das Aufnahmemittel aufgenommenes superabsorbierendes Material, wobei das superabsorbierende

Material eine Freiquellrate von weniger als etwa 60 Sekunden und ein Funf-Minuten-Absorptionsvermogen

unter Beladung von mindestens etwa 15 g/g aufweist, wobei das superabsorbierende Material in dem Aufnah-

memittel in einer Menge von 60 bis 100 Gew.%, bezogen auf ein Gesamtgewicht des Aufnahmemittels und des

superabsorbierenden Materials, vorliegt; wobei das saugfahige BeWeidungsstuck eine durchschnittliche Dicke

von weniger als etwa 6,4 mm (0,25 Inch), vorzugsweise von weniger als etwa 5.1 mm (0,20 Inch), aufweist.
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32. Wegwerfwindel gemaB Anspruch 30 oder 31, bei der die Windel im wesentlichen ausder korperseitigen Einlage,

der AuBenhuile und der saugfahigen Struktur besteht

33. Wegwerfwindel gemaB einem der AnsprOche 30 bis 32, bei der die AuBenhOlle wasserdurchlassig ist.

5

34. Windel gemaB einem der AnsprOche 30 bis 33, bei der das superabsorbierende Material in dem Aufnahmemittel

in einer Menge von 70 bis 100 Gew.%, bezogen auf ein Gesamtgewichtdes Aufnahmemittels und des superabsor-

bierenden Materials, vorliegt.

10 35. DQnne Wegwerfwindel, insbesondere gemSB einem der AnsprOche 30 bis 34, wobei die Windel im wesentlichen

aus folgendem besteht:

einer kOrperseitigen Einlage;

75 einer AuBenhuile. die gegenQberliegend zu der Einlage aufliegt; und

einem Mitte) zur Aufnahme eines superabsorbierenden Materials, wobei das Mittel zwischen der Einlage und

der AuBenhuile liegt; und

20 durch das Aufnahmemittel aufgenommenem superabsorbierenden Material, wobei das superabsorbierende

Material in einer Menge von 60 bis 100 Gew.%, bezogen auf ein Gesamtgewichtdes Aufnahmemittels und des

superabsorbierenden Materials, vorliegt, wobei das Aufnahmemittel und das superabsorbierende Material

eine durchschnittliche Dicke von weniger als etwa 5,1 mm (0,20 inch) aufweisen, wobei die Windel eine Satti-

gungsruckhaltekapazitat von mindestens etwa 300 Gramm aufweist.

25

36. Windel gemaB Anspruch 35, bei der das Aufnahmemittel und das superabsorbierende Material eine durchschnitt-

liche Dicke von weniger als etwa 4,8 mm (0,18 Inch) aufweisen.

37. Windel gemaB Anspruch 35 Oder 36, bei der das Aufnahmemittel und das superabsorbierende Material ein Trok-

30 kenvolumen von weniger als etwa 1 80 Kubikzentimeter definieren.

38. Windel gemaB einem der Anspruche 35 bis 37, bei der das superabsorbierende Material eine Freiquellrate von

weniger als etwa 40 Sekunden, vorzugsweise weniger als etwa 30 Sekunden, aufweist.

35 39. Windel gemaB einem der Anspruche 35 bis 38, bei der das superabsorbierende Material ein Funf-Minuten-Absorp-

tionsvermogen urtter Beladung von mindestens 18 g/g, vorzugsweise mindestens etwa 21 g/g, aufweist.

40. Windel gemaB einem der AnsprOche 35 bis 39, bei der das superabsorbierende Material im allgemeinen nicht zer-

brockelbare Partikel von agglomerierten Feinteilen einer wasserquellbaren, im wesentlichen wasserunloslichen

40 Polyacrylsaure enthalt.

Revendlcatlons

1. Structure absorbante comprenant un materiau superabsorbant et des moyens de retention dudit materiau supe-

rs rabsorbant, caracterisee en ce que :

ledit mat6riau superabsorbant retenu par lesdits moyens de retention a une vitesse de libre gonflement irrfe-

rieure a environ 60 secondes et une Capacite d'Absorption Sous Charge en cinq minutes d'au moins environ

15 g/g, ledit superabsorbant etant present dans lesdits moyens de retention en une quantite qui va d'environ

so 60 a environ 100% en poids, par rapport au poids total desdits moyens de retention et dudit materiau superab-

sorbant.

2. Structure absorbante selon la revendication 1, dans laquelle lesdits moyens de retention sont construes d'une

matrice fibreuse.

55

3. Structure absorbante selon la revendication 2, dans laquelle ladite matrice fibreuse est formee a partir d'un mate-

riau polymere hydrophile.

4. Structure absorbante selon la revendication 3, dans laquelle ladite matrice fibreuse comprend moins d'environ 10%
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en poids de fibres cetlulosiques.

5. Structure absorbante selon Tune des revendications precedentes, dans laquelle lesdits moyens de retention com-

prennent deux couches de materiau, dont au moins une est permeable a I'eau, et dans laquelle (edit materiau

superabsorbant est dispose entre lesdites deux couches de materiau.

6. Structure absorbante selon rune des revendications precedentes, dans laquelle le materiau superabsorbant a une

vitesse de fibre gonflement inferieure a environ 40 secondes. de preference inferieure a environ 30 secondes.

7. Structure absorbante selon I'une des revendications precedentes, dans laquelle ledit materiau superabsorbant a

une Capacite d'Absorption Sous Charge en cinq minutes d'au moins environ 18 g/g, de preference d'au moins envi-

ron 21 g/g.

8. Structure absorbante selon Tune des revendications precedentes, dans laquelle ledit materiau superabsorbant

comprend des particules g6neralement non friabies, formees de fines agglomerees d'un acide polyacryiique gon-

flable dans I'eau et sensiblement insoluble dans I'eau.

9. Structure absorbante selon Tune des revendications precedentes, dans laquelle ladite structure absorbante a une

epaisseur moyenne inferieure a environ 6,4 mm (0,25 pouce), de preference inferieure a environ 5,1 mm (0,20

pouce).

10. Structure absorbante selon Tune des revendications precedentes, dans laquelle ladite structure absorbante a une

valeur de saisie de fluide inferieure a environ 30 secondes.

1 1 . Structure absorbante selon Tune des revendications precedentes, dans laquelle ledit materiau superabsorbant est

present dans lesdits moyens de retention en une quantrte qui va d'environ 70 a environ 100% en poids, par rapport

au poids total desdrts moyens de retention et dudit materiau superabsorbant.

12. Structure absorbante selon I'une des revendications precedentes, dans laquelle ladite structure absorbante est

superposed a une enveloppe exterieure d'un vehement.

13. Vehement absorbent comprenant une structure absorbante selon Tune des revendications precedentes.

14. vetement selon la revendication 13, comprenant une enveloppe exterieure, la structure absorbante etant superpo-

see a ladite enveloppe exterieure.

15. Vetement absorbant selon les revendications 13 ou 14, dans lequel le rapport de I'aire superficietle de la structure

absorbante a I'aire superficietle du vetement absorbant est compris dans la gamme d'environ 3:10 a environ 8:10.

16. Vetement absorbant selon Tune des revendications 13 a 15, comprenant en outre une doublure c6te corporel,

ladite structure absorbante etant disposee entre ladite doublure cote corporel et ladite enveloppe exterieure.

17. Vetement absorbant, en particulier selon Tune des revendications 13 a 16, ledit vetement absorbant comprenant

:

des moyens de retention d'un materiau superabsorbant ; et

un materiau superabsorbant retenu par lesdits moyens, ledit materiau superabsorbant etant present dans les-

dits moyens de retention en une quantite comprise entre 60 et 100% en poids, par rapport au poids total des

moyens de retention et dudit materiau superabsorbant, lesdits moyens de retention et materiau superabsor-

bant definissant un volume a I'etat sec inferieur a environ 1 80 cm3 , ledit vetement absorbant ayant une capa-

cite de retention a I'etat sature qui est au moins environ deux fois le volume a sec desdrts moyens de retention

et materiau superabsorbant, les moyens de retention et le materiau superabsorbant etant responsables d'au

moins environ 60% en volume de ladite capacite de retention a I'etat sature dudit vetement absorbant.

18. Vetement absorbant selon la revendication 17, dans lequel lesdits moyens de retention sont constitues d'une

matrice fibreuse qui est de preference formee a partir d'un materiau polymere hydrophile.

19. Vetement absorbant selon la revendication 18, dans lequel ladite matrice fibreuse comprend moins d'environ 10%

en poids de fibres cetlulosiques.

26



EP 0 443 627 B1

20. vetement absorbant selon Tune des revendications 1 7 a 19, dans lequel lesdits moyens de retention comprennent

deux couches de materiau, dont au moins une est permeable a I'eau, et dans lequet I edit materiau superabsorbant

est dispose entre lesdites deux couches de materiau.

5 21. vetement absorbant selon la revendication 20, dans lequel lesdites deux couches torment un compartment con-

tenant le matgriau superabsorbant.

22. Vetement absorbant selon Tune des revendications 1 7 a 21 , dans lequel ledit materiau superabsorbant comprend

des particules g^neralement non friables, formees de fines agglomerees d un acide polyacrylique gonftable dans

10 reau et sensiblement insoluble dans I'eau.

23. Vetement absorbant selon Tune des revendications 1 7 a 22, dans lequel ledit vetement absorbant a une epaisseur

moyenne inferieure a environ 6,4 mm (0,25 pouce), de preference inferieure a environ 5,1 mm (0,20 pouce).

75 24. V§tement absorbant selon Tune des revendications 17 a 23, dans lequel ledit vetement absorbant a une valeur de

saisie de fluide inferieure a environ 30 secondes, de preference inferieure a environ 20 secondes.

25. vetement absorbant selon Tune des revendications 17 a 24, dans lequel ledit materiau superabsorbant est present

dans lesdits moyens de retention en une quantite qui va de 70 a 100% en poids, par rapport au poids total desdits

20 moyens de retention et dudrt materiau superabsorbant.

26. vetement absorbant selon Tune des revendications 1 7 a 25, comprenant en outre une doublure cdte corporel et

une enveloppe exterieure, lesdits moyens de retention etant disposes entre ladite doublure cdte corporel et ladite

enveloppe exterieure.

25

27. Vetement absorbant selon Tune des revendications 17 a 26, dans lequel le volume a sec des moyens de retention

et materiau superabsorbant est inferieur a environ 150 cm3 , de preference irrferieur a environ 120 cm3 et, mieux,

inferieur a environ 100 cm3 .

30 28. Vetement absorbant selon Tune des revendications 1 7 a 27, dans lequel le vetement absorbant a une capacity de

retention a I'etat sature qui est au moins environ trois fois, de preference au moins environ cinq fois, le volume a

sec des moyens de retention et materiau superabsorbant.

29. vetement absorbant selon Tune des revendications 17 a 28, dans lequel les moyens de retention et materiau supe-

35 rabsorbant sont responsables d'au moins environ 75% en volume, de preference d'au moins 85% en volume, de la

capacite de retention a retat sature dudrt vetement absorbant.

30. Change jetable mince, ledit change comprenant

:

40 une doublure cdte corporel

;

une enveloppe exterieure superposee a, et en relation de vis-a-vis avec, ladite doublure ; et

une structure absorbante selon Tune des revendications 1 a 12, disposee entre ladite doublure et ladite enve-

loppe exterieure.

45 31 . Change jetable mince, en particulier selon la revendication 30, ledit change comprenant

:

une doublure cdte corporel,

une enveloppe exterieure superpos6e a, et en relation de vis-a-vis avec, ladite doublure, et

une structure absorbante disposee entre ladite doublure et ladite enveloppe exterieure, ladite structure absor-

so bante comprenant

:

des moyens de retention d'un materiau superabsorbant ; et

un materiau superabsorbant retenu par lesdits moyens de retention, ledit materiau superabsorbant ayant une

vitesse de libre gonflement inferieure a environ 60 secondes et une Capacite d'Absorption Sous Charge en

cinq minutes d'au moins environ 15 g/g, (edit superabsorbant etant present dans lesdits moyens de retention

55 en une quantite qui va de 60 a 100% en poids, par rapport au poids total desdits moyens de retention et dudit

materiau superabsorbant ; ledit vetement absorbant ayant une epaisseur moyenne inferieure a environ 6,4 mm
(0,25 pouce), de preference inferieure a environ 5,1 mm (0,20 pouce).

32. Change jetable selon la revendication 30 ou 31, dans lequel ledit change consiste essentiellement en ladite dou-
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Mure cdte corporel, tadrte enveloppe exterieure et iadite structur absorbarrte.

33. Change jetabte selon I'une des revendications 30 a 32, dans lequel Iadite enveloppe exterieure est permeable a

I'eau.

34. Change selon I'une des revendications 30 a 33, dans lequel ledit materiau superabsorbant est present dans lesdits

moyens de retention en une quanthe comprise entre 70 et 100% en poids, par rapport au poids total desdits

moyens de retention et dudrt materiau superabsorbant.

35. Change jetabte mince, en particulier selon Tune des revendications 30 a 34, ledit change consistant essentielle-

ment en

:

une doublure cdte corporel

;

une enveloppe exterieure superposee a, et en relation de vis-a-vis avec, Iadite doublure ;

des moyens de retention d'un materiau superabsorbant, lesdits moyens etant disposes entre Iadite doublure

et Iadite enveloppe exterieure ; et

un materiau superabsorbant retenu par lesdits moyens de retention, ledit materiau superabsorbant etant pre-

sent dans lesdits moyens de retention en une quantrte comprise entre 60 et 100% en poids, par rapport au

poids total des moyens de retention et du materiau superabsorbant, lesdits moyens de retention et materiau

superabsorbant ayant une epaisseur moyenne inferieure a 5.1 mm (0,20 pouce), ledit change ayant une capa-

cite de retention a I'etat sature d'au moins environ 300 grammes.

36. Change selon la revendication 35, dans lequel lesdits moyens de retention et materiau superabsorbant ont une

epaisseur moyenne inferieure a environ 4,8 mm (0, 1 8 pouce).

37. Change selon la revendication 35 ou 36, dans lequel lesdits moyens de retention et materiau superabsorbant defi-

nissent un volume a sec inferieur a environ 180 cm3 .

38. Change selon I'une des revendications 35 a 37, dans lequel ledit materiau superabsorbant a une vitesse de libre

gonflement inferieure a environ 40 secondes, de preference inferieure a environ 30 secondes.

39. Change selon I'une des revendications 35 a 38, dans lequel ledit materiau superabsorbant a une Capaoite

d'Absorption Sous Charge en cinq minutes d'au moins 18 g/g, de preference d'au moins environ 21 g/g.

40. Change selon I'une des revendications 35 a 39, dans lequel ledit materiau superabsorbant comprend des particu-

les generalement non friables, constituees de fines agglomerees d'un acide polyacrylique gonflable dans I 'eau et

sensiblement insoluble dans I'eau.
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